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Overview on the available datasets

Material / Sample

Ring shear test data (internal)

Abbreviation Material Origin GFZ-Test-ID Shear curve data Friction data Friction plots

CASSAN Quartz sand Czech Acad Sci 153-01 153-CASSAN_sig.txt/xls 153_peak/dyna/reac.txt 153_peak/dyna/reac.pdf
GFZGLB100-200 |Glass beads GFZ Potsdam 167-01 167-GFZGLB100-200_sig.txt/xls 167_peak/dyna/reac.txt 167_peak/dyna/reac.pdf
GFZGLB100-400 |Glass beads GFZ Potsdam 169-01 169-GFZGLB100-400_sig.txt/xls 169_peak/dyna/reac.txt 169_peak/dyna/reac.pdf
GFZGLB300-400 |Glass beads GFZ Potsdam 165-01 165-GFZGLB300-400_sig.txt/xls 165_peak/dyna/reac.txt 165_peak/dyna/reac.pdf
GFZGRS Garnet sand GFZ Potsdam 163-01 163-GFZGRS_sig.txt/xls 163_peak/dyna/reac.txt 163_peak/dyna/reac.pdf
GFZSAN Quartz sand GFZ Potsdam 129-01 129-GFZGRS_sig.txt/xls 129 _peak/dyna/reac.txt 129 peak/dyna/reac.pdf
GFZzCS Zircon sand GFZ Potsdam 159-01 159-GFZZRS_sig.txt/xls 159 peak/dyna/reac.txt 159_peak/dyna/reac.pdf
IFPCSB Corundum brown IFParis 140-01 140-IFPCSB_sig.txt/xls 140_peak/dyna/reac.txt 140_peak/dyna/reac.pdf
IFPCSW Corundum white IFParis 137-01 137-IFPCSW_sig.txt/xls 137_peak/dyna/reac.txt 137_peak/dyna/reac.pdf
IFPSAN Quartz sand IFParis 134-01 134-IFPSAN_sig.txt/xls 134_peak/dyna/reac.txt 134_peak/dyna/reac.pdf
KYUSAN Quartz sand Kyoto U 111-01 111-KYUSAN_sig.txt/xls 111_peak/dyna/reac.txt 111_peak/dyna/reac.pdf
NTUSAN Quartz sand Nat Taiwan U 105-01 105-NTUSAN_sig.txt/xls 105_peak/dyna/reac.txt 105_peak/dyna/reac.pdf
RHUSAN Quartz sand Royal Holloway U 109-01 109-RHUSAN_sig.txt/xls 109_peak/dyna/reac.txt 109_peak/dyna/reac.pdf
STUSAN Quartz sand Stanford U 107-01 107-STUSAN_sig.txt/xls 107_peak/dyna/reac.txt 107_peak/dyna/reac.pdf
TLWSAN Quartz sand TU Wroclaw 155-01 155-TLWSAN_sig.txt/xls 155_peak/dyna/reac.txt 155_peak/dyna/reac.pdf
UBESAN Quartz sand U Bern 114-01 114-UBESAN_sig.txt/xls 114_peak/dyna/reac.txt 114 _peak/dyna/reac.pdf
UCPSAN Quartz sand U Cergy-Pontoise 108-01 108-UCPSAN_sig.txt/xls 108_peak/dyna/reac.txt 108_peak/dyna/reac.pdf
ULISAN Quartz sand U Lille 103-01 103-ULISAN_sig.txt/xls 103_peak/dyna/reac.txt 103_peak/dyna/reac.pdf
UOPSAN Quartz sand U Ouro Preto 112-01 112-UOPSAN_sig.txt/xls 112_peak/dyna/reac.txt 112_peak/dyna/reac.pdf
UPASAN Quartz sand U Parma 113-01 113-UPASAN_sig.txt/xls 113_peak/dyna/reac.txt 113_peak/dyna/reac.pdf
UPUSAN Quartz sand Uppsala U 110-01 110-UPUSAN_sig.txt/xls 110_peak/dyna/reac.txt 110_peak/dyna/reac.pdf
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